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Coating Specification: Rabs ≤0.25% @ 532nm, Rabs ≤0.25% @ 1064nm, 
Ravg ≤1.0% @ 500 - 1100nm 

Damage Threshold, Reference: 5 J/cm2 @ 532nm, 10ns
Theoretical Reflection Curve
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YAG-BBAR Coating Curve

Learn More Contact Us
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